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15. Liang, J.; Srinivasan,P.B.; Blawert, C.; Dietzel, W.: Comparison of electrochemical corrosion 
behaviour of MgO and ZrO2 coatings on AM50 magnesium alloy formed by plasma electrolytic 
oxidation. In: Corrosion Science. Vol. 51 (2009) 10, 2483 - 2492. (DOI: 
10.1016/j.corsci.2009.06.034) IF 2.293 

16. Nwaogu, U.C.; Blawert, C.; Scharnagl, N.; Dietzel, W.; Kainer, K.U.: Influence of inorganic acid 
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11, 1423 - 1428. (DOI: 10.1016/j.surfcoat.2008.11.018) IF 1.860 

20. Song, R.G.; Yang, F.G.; Blawert, C.; Dietzel, W.: Behavior of stress corrosion cracking in a 
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31. Zeng, R.-C.; Chen, J.; Dietzel, W.; Zettler, R.; dos Santos, J.F.; Nascimento, L.; Kainer, K.U.: 
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Topic 2 
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(DOI: 10.1016/j.matdes.2009.03.041) IF 1.107 
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Structure-property investigations on a laser beam welded dissimilar joint of aluminium AA6056 
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- 779. (DOI: 10.1002/mawe.200900367) IF 0.356 
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solutions in the context of proof tests on a damaged subsea umbilical. In: Engineering Failure 
Analysis. Vol. 16 (2009) 4, 1062 - 1073. (DOI: 10.1016/j.engfailanal.2008.05.013) IF 0.441 
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54. Boesenberg, U.; Vainio, U.; Pranzas, P.K.; Bellosta von Colbe, J.M.; Goerigk, G.; Welter, E.; 
Dornheim, M.; Schreyer, A.; Bormann, R.: On the chemical state and distribution of Zr- and V-
based additives in reactive hydride composites. In: Nanotechnology. Vol. 20 (2009) 20, 204003. 
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Hauback, B.C.: Structure of the Orthorhombic Gamma-Phase and Phase Transitions of 
Ca(BD4)2. In: The Journal of Physical Chemistry C. Vol. 113 (2009) 39, 17223 - 17230. (DOI: 
10.1021/jp810521p) IF 0 

56. Eigen, N.; Boesenberg, U.; Bellosta von Colbe, J.; Jensen, T.; Cerenius, Y.; Dornheim, M.; 
Klassen, T.; Bormann, R.: Reversible hydrogen storage in NaF–Al composites. In: Journal of 
Alloys and Compounds. Vol. 477 (2009) 1-2, 76 - 80. (DOI: 10.1016/j.jallcom.2008.10.002) IF 
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58. Ghanem, B.S.; McKeown, N.B.; Budd, P.M.; Al-Harbi, N.M.; Fritsch, D.; Heinrich, K.; 
Starannikova, L.; Tokarev, A.; Yampolskii, Y.: Synthesis, Characterization, and Gas Permeation 
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Macromolecules. Vol. 42 (2009) 20, 7881 - 7888. (DOI: 10.1021/ma901430q) IF 4.407 

59. Gomes, D.; Loos, M.R.; Wichmann, M.H.G.; de la Vega, A.; Schulte, K.: Sulfonated 
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Composites Science and Technology. Vol. 69 (2009) 2, 220 - 227. (DOI: 
10.1016/j.compscitech.2008.10.008) IF 2.533 

60. Kricheldorf, H.R.; Behnken, G.; Schwarz, G.; Simon, P.; Brinkmann, M.: High Molar Mass 
Poly(trimethylene carbonate) by Ph2BiOEt and Ph2BiBr-Initiated Ring-Opening 
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Polymerizations. In: Journal of Macromolecular Science A. Vol. 46 (2009) 4, 353 - 359. (DOI: 
10.1080/10601320902724800) IF 0.720 

61. Leon, A.; Zabara, O.; Sartori, S.; Eigen, N.; Dornheim, M.; Klassen, T.; Mueller, J.; Hauback, B.; 
Fichtner, M.: Investigation of (Mg, Al, Li, H)-based hydride and alanate mixtures produced by 
reactive ball milling. In: Journal of Alloys and Compounds. Vol. 476 (2009) 1-2, 425 - 428. (DOI: 
10.1016/j.jallcom.2008.09.023) IF 1.510 

62. Loos, M.R.; Gomes, D.: In situ-polymerization of fluorinated polyoxadiazole with carbon 
nanotubes in poly(phosphoric acid). In: Materials Letters. Vol. 63 (2009) 8, 694 - 696. (DOI: 
10.1016/j.matlet.2008.11.042) IF 1.748 

63. Loos, M.R.; Gomes, D.: The Effect of Sulfonation Level and Molecular Weight on the Tensile 
Properties of Polyoxadiazoles. In: High Performance Polymers. Vol. 21 (2009) 6, 697 - 708. 
(DOI: 10.1177/0954008308097458) IF 0.860 

64. Lozano, G.; Eigen, N.; Keller, C.; Dornheim, M.; Bormann, R.: Effects of heat transfer on the 
sorption kinetics of complex hydride reacting systems. In: International Journal of Hydrogen 
Energy. Vol. 34 (2009) 4, 1896 - 1903. (DOI: 10.1016/j.ijhydene.2008.12.028) IF 3.452 

65. Maab, H.; Schieda, M.; Yave, W.; Shishatskiy, S., Pereira Nunes, S.: SPEEK/Polyimide Blends 
for Proton Conductive . In: Fuel Cells. Vol. 9 (2009) 4, 401 - 409. (DOI: 
10.1002/fuce.200800121) IF 2.194 

66. Maab, H.; Shishatskiy, S.; Pereira Nunes, S.: Preparation and characterization of bilayer 
carbon/polymer membranes. In: Journal of Membrane Science. Vol. 326 (2009) 1, 27 - 35. (DOI: 
008.09.014) IF 3.247 

67. Na Ranong, C.; Hoehne, M.; Franzen, J.; Hapke, J.; Fieg, G.; Dornheim, M.: Modellgestuetzte 
verfahrenstechnische Berechnung eines Metallhydridspeichers auf Natriumalanatbasis im 
Technikumsmassstab. In: Chemie - Ingenieur - Technik . Vol. 81 (2009) 5, 645 - 654. (DOI: 
10.1002/cite.200900008) IF 0.315 

68. Na Ranong, C.; Hoehne, M.; Franzen, J.; Hapke, J.; Fieg, G.; Dornheim, M.; Eigen, M.; Bellosta 
von Colbe, J.; Metz, O.: Concept, Design and Manufacture of a Prototype Hydrogen Storage 
Tank Based on Sodium Alanate. In: Chemical Engineering and Technology. Vol. 32 (2009) 8, 
1154 - 1163. (DOI: 10.1002/ceat.200900095) IF 0.923 

69. Nistor, C.; Shishatskiy, S.; Popa, M.; Pereira Nunes, S.: Organic-Inorganic CO2 Selective 
Membranes Prepared by the Sol-Gel Process. In: Separation Science and Technology. Vol. 44 
(2009) 14, 3392 - 3411. (DOI: 3212698) IF 1.139 

70. Peter, J.; Peinemann, K.-V.: Multilayer composite membranes for gas separation based on 
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Journal of Membrane Science. Vol. 340 (2009) 1-2, 62 - 72. (DOI: 009.05.009) IF 3.247 

71. Sartori, S.; Qi, X.; Eigen, N.; Muller, J.; Klassen, T.; Dornheim, M.; Hauback, B.C.: A search for 
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72. Schoeps, D.; Buhr, K.; Dijkstra, M.; Ebert, K.; Plenio, H.: Batchwise and Continuous 
Organophilic Nanofiltration of Grubbs-Type Olefin Metathesis Catalysts. In: Chemistry - A 
European Journal. Vol. 15 (2009) 12, 2960 - 2965. (DOI: 10.1002/chem.200802153) IF 5.454 
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76. Totsatitpaisan, P.; Pereira Nunes, S.; Tashiro, K.; Chirachanchai, S.: Investigation of the role of 
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(DOI: 10.1016/j.ssi.2009.02.032) IF 2.425 
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biomaterials based on magnesium corrosion. Current Opinion in Solid State and Materials 
Science 12 (2008/9), 63 - 72. IF 2.976 
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initiate the shape-memory effect of magnetic nanocomposites by inductive heating, Smart 
Mater. Struct. 18, 025011 (2009) [Epub ahead of print on Jan. 13, 2009] DOI: 10.1088/0964-
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lactide)-co-glycolide] segments: synthesis and characterization. J. Mater. Sci. Mater. Med 20 
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22. B. Hiebl, D. Rickert, R. Fuhrmann, F. Jung, A. Lendlein, R.P. Franke, Tissue Integration of Two 
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by A. Lendlein, V. Prasad Shastri, K. Gall (Mater. Res. Soc. Symp. Proc. Volume 1190, 93-98, 
Warrendale, PA, 2009), 1190-NN03-22 ISI Proc.gel. 
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 ISI Proc. gel. 

32. B. Hiebl, K. Kratz, R. Fuhrmann, F. Jung, A. Lendlein, R-P. Franke: In vivo degradation 
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34. R.P. Franke, R. Fuhrmann, B. Hiebl, C. Mrowietz, F. Jung, Permeability of technical and 
biological tissues, Clin Hemorheol Microcirc, 43 (1-2), 149-155 (2009) IF 1,814  
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the process of formation of the structure of amorphous Teflon AF2400 and complex formation 
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